
 

 

 

Cross-Cut Test Report 

According to ISO-2409 (ASTM 3359) 

Date: 2-Jul-18 

Name Analist: Stefan Meuwese 

Client: Recoat BV 

Test number: 2018270021 

Material: 

Coating identification: Recoat 1K Multiprimer Art.nr.  59481 

Mfg. by:  Dercom BV 

Substrate:  Aluminium Sub. thickness: 1.2 mm (3/64 in.) 

Curing: 72 h @ 20°C (68°F) DFT: 26.5 µm (1 mils) 

Remarks:  Applied with film applicator  

 

Test specifications: 

Temperature: 22°C (72°F) Number of cuts:   11 

Humidity:  25%RH Spacing of cuts:  1 mm 

 

Test: 

Sample nr: Passed or not passed* Class 

 1 Passed   GT 0 (5B) 

 2 Passed  GT 0 (5B) 

 3 Passed  GT 0 (5B) 

      

      

 

*Samples only get passed if they are class GT 0 or GT 1 



 

 

 

 

 


