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COATING INNOVATIONS

Determination of resistance to liquids by spotting method confirm ISO 2812-4
Method A

Procedure: A coated test panel is exposed to a test substance using the spotting method. The effects
of the exposures are assessed in accordance with agreed criteria.

Client: Recoat BV

Name coating: Recoat Floor One
Batch number: N/A

Analyst: Stefan Meuwese

Date: 15-Feb-21

Test number: 2020070034



3

ercom

OATING INNOVATIONS

C
Test panels:
Material: | Aluminium
Material thickness: | 1.2 mm
Surface pre-treatment: | Degreased

Application method:

Film applicator

Drying conditions: | 25°C 3h temperature and time
Ageing conditions: | 20°C 5 days temperature and time
WFT of coating: | 100 um
Test liquid: Hydrochloric Acetic acid 5% Potassium All-purpose
acid 5% Hydroxide 5% Cleaner 5%
Contacttime(min.):| 5 | 15 | 30| 5 | 15 | 30| 5 | 15| 30| 5 | 15 | 30
Regenerationtime | . | o | ¢ ] 60 | 60 | 60 | 60 | 60 | 60 | 60 | 60 | 60
(min.):

Discolouration: | 1 1 1 1 1 1 1 2 2 0 0 1
Hardness: | 0 0 0 0 0 0 0 0 0 0 0 0
Adhesion: | 0 0 0 0 0 0 0 3 4 0 0 0

Pores/cracking: | o 0 0 0 0 0 0 0 5 0 0 0
Blistering: | 0 0 0 0 0 0 0 4 5 0 0 0

Gloss reduction: | 0 0 0 0 0 0 0 0 0 0 0 0
Test liquid: Coffee Isopropyl Ethyl Alcohol
Alcohol 70% 96%
Contact time (min.): | 5 | 15 | 30 | 5 5 5 5 5 5
Regenerationtime | . | . | ¢o] o | 10 | 30| o | 10 | 30
(min.):

Discolouration: | 0 0 0 0 0 0 0 0 0
Hardness: | 0 0 0 5 0 0 5 0 0
Adhesion: | 0 0 0 0 0 0 0 0 0

Pores/cracking: | 0 0 0 0 0 0 0 0 0
Blistering: | 0 0 0 0 0 0 0 0 0

Gloss reduction: | 0 0 0 0 0 0 0 0 0

on a scale from 0 to 5 (0 perfect/no change)(5 worst/biggest change)

Deviations from the procedure: Isopropyl Alcohol and Ethyl Alcohol have shorter contact times due to

evaporation.



